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DONGGUAN DONGNAN SILICONE RUBBER MATERIAL CO.LTD .Client Name :

LIDING 6,NO.2 SOUTH JINLONG ROAD,XIEGANG,XIEGANG,DONGGUAN CITY

.

Client Address :

silicone rubber.Sample Name :

Model No. :. DN-950.

Client Ref. Info. : . PLEASE SEE REMARK .

The above sample(s) and information were provided by the client.

-----------------------------------------------------------------------------------------------------------------------------------------------------------

.

SGS Job No. : CP22-008027 - SZ .

Date of Sample Received : . 01 Mar 2022.

Testing Period : . 01 Mar 2022 - 07 Mar 2022 .

Test Requested : . Selected test(s) as requested by client. .

Test Method : . Please refer to next page(s). .

Test Results : . Please refer to next page(s). .

Result Summary : .

Test Requested. Conclusion.

FDA 21 CFR 177.2600–Total extractive residues .. PASS.

. .Approved Signatory .

Ivy Ren.

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch.
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

SN1. CAN22-029357.001 Colorless transparent silicone rubber .

FDA 21 CFR 177.2600–Total extractive residues.

Test Method : . With reference to US FDA 21 CFR 177.2600. .

Simulant Used. Time. Temperature. Max. Permissible 

Limit.

Result of 001 Comment.

Distilled Water .. 7.0hr(s).. Reflux 

temperature..

20mg/inch². <0.5mg/inch².. PASS..

Succeeding Extraction .. 2.0hr(s).. Reflux 

temperature..

1mg/inch². <0.5mg/inch².. PASS..

n-Hexane.. 7.0hr(s).. Reflux 

temperature..

175mg/inch². 12.8mg/inch².. PASS..

Succeeding Extraction .. 2.0hr(s).. Reflux 

temperature..

4mg/inch². 0.6mg/inch².. PASS..

Notes :.

mg/inch²= milligram per square inch .
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REMARK:

DN-950(905/910/920/930/940/960/970/980/990/)

DN-950A(930A/940A/960A/970A)

DN-950T(910T/920T/930T/940T/960T/970T)

DN-950T1(910T1/920T1/930T1/940T1/950T1/960T1/970T1)

DN-9150(9105/9110/9120/9130/9140/9160/9170/9180/9190)

DN-950Q(920Q/930Q/940Q/960Q/970Q)

DN-850(820/830/840/850/860/870/880)

DN-851(821/831/841/851/861/871/881)

DN-650(610/620/630/640/650/660/670/680)

DN-651(611/621/631/641/651/661/671/681/691）

DN-652(612/622/632/642/652/662/672/682/692)

DN-5150(5120/5130/5140/5150/5160/5170/5180/5190)

DN-8752(8722/8732/8742/8752/8762/8772/8782/)

DN-5250(5220/5230/5240/5250/5260/5270/5280/5290)

DN-5350(5320/5330/5340/5350/5360/5370/5380/5390)

DN-5550(5520/5530/5540/5550/5560/5570/5580/5590)

DN-2151(2121/2131/2141/2151/2161/2171/2181/2191)

DN-5650(5620/5630/5640/5650/5660/5670/5680/5690)

DN-5650A(5620A/5630A/5640A/5650A/5660A/5670A/5680A/5690A)

DN-5650B(5620B/5630B/5640B/5650B/5660B/5670B/5680B/5690B)

DN-5850(5820/5830/5840/5850/5860/5870/5880/5890)

DN-2150(2120/2130/2140/2150/2160/2170/2180/2190)
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Sample photo: .

CANEC2202935701

CAN22-029357.001 .

SGS authenticate the photo on original report only .

*** End of Report *** .


		2022-03-07T16:56:12+0800
	Shenzhen
	SGS officially issued document




